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Fig. 67. Comparison of numerical predictions and test results for central deflection of a 3 mm thick steel plate subjected to non-perforating projectile impact [152]


Solid lines ( model uses static stress-strain data; dashed lines ( model uses Majoines stress-strain data at 4,4 с� EMBED Equation.2  ���; dot-dash line ( model uses elastic-perfectly plastic data with enhanced yield stress
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Fig. 68. Comparison between experimental displacement histories and those derived by DYNA-3D for displacement of missile (1), displacement of pipe under missile (2) velocity of missile (3) [152]














