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Fig. 66. Comparison of analytical and test results for the final target deformation of the bending model of Jenq et al. Dotted and solid lines represent the computed and test results respectively [141]


Impact velocities were (а) 104 m/s, (b) 150 m/s, (c) 77 m/s, (d) 107 m/s and (e) 150 m/s. Target thickness were (a), (b) 6.35 mm; (c) ( (e) 3.18 mm








