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Fig. 37. Arrival of plastic hinges at the root of a petal formed when a conically-nosed projectile strikes a thin plate [105]
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Fig. 38. The maximum deflection of a circular plate subjected to a uniform impulse I as determined by membrane theory (solid line) and bending theory (dashed line) [109] and Florence's experimental measurements on circular aluminium (1) and steel (2) plates [107]


I





II











